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DIPLOMA ENGINEERING — SEMESTER 1/2—- « EXAMINATION - SUMMER 2016

Subject Code: 3325901

Enrolment No.:

GUJARAT TECHNOLOGICAL UNIVERSITY

Subject Name: TEXTILE PROCESS - |

Time: 10:30 am - 01:00 pm

Instructions:

Attempt all questions.

Make suitable assumptions wherever necessary.
Figures to the right indicate full marks.

Each question carry equal marks (14 marks)
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Give reasons for following.

o{lAetl HIZ S1R0N .

Polyester cotton blend fabric is popular in summer.

WANRR Wal sleatall Mswlaly sius GollouHi Q2 sl &.
Wool gives us warmth.

Glot ;UL dRHl W B.

Viscose fibre is lustrous.

Qas\ sISeR Ansl2cllol aA B,

Write a short note on "Non Woven textiles".
"ollol cllclol c&RLEA" BUR 5ol AU,

Give classification of textile fibres giving atleast two examples in each lass.

g5 clol U2 dleoul el A GelgWL Ul 22t SleulAq]
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OR
Write short note on "Melt Spinning".

"Nee @e{lor" @A gsallu Avll.

Explain in detail various method for degumming of silk.
Resq Bordlot sal wiell QY utulde] adlet 3.

Explain in detail reeling of silk with figure.

Resq] Acllot sal Hizell utuldej gl WA adlet 3.
OR

Give brief account for cotton fibre.

Sl2at slFuR (A Al el

Write short note on general characteristic of the textile fibre.
2l SLSHAAl UHIeA 2RI (AR gsolltl vl
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Write short note on filament yarn.

"(SlNoe alel "(AA 5ol cvil.

Give physical and chemical properties for silk fibre.
Res s15uRall alllds val AURUBS d[RLuUN U,

OR
Explain the manufacturing stages of polyester filament fibre along with line
diagram.

WAAMRR $l8561R SlcttNozoll Geulest (AR oll AEL - YEL AntsSIRA
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Draw cross sectional and longitudinal view for nylon and polyester fibre.
sllaAAlol Wl W(AWRR SITGR HIZ US| DE wal Gell Be ER.

Give observation of burning test, solubility test and cross sectional view for
the acrylic fibre.

WBAs sLSHR HIZ cleldl 22, glcalcl 232 ol 5l AsUole] Aot
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OR

Explain the manufacturing stages of viscose rayon fibre along with line
diagram.
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