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Seat No. ___________     Enrolment No.: _____________ 

Gujarat Technological University 
Diploma Engineering C to D Bridge Course Examination 

Subject Code: C 321902 Date:03/06/2016 

Subject Name: MATERIAL SCIENCE & METALLURGY 

Time: 10.30 AM TO 12:00 PM Total Marks: 70 

Instructions: 

1. Attempt all questions. 

2. Make suitable assumption wherever necessary. 

3. Each question is of 1 mark. 

4. Use of SIMPLE CALCULATOR is permissible. (Scientific/Higher Version not allowed) 

5. English version is authentic.  

No. Question Text and Option 

1. 

Which of the following is a type of Secondary Bond. 

A. Ionic or Electrovalent Bond B. Covalent Bond 

C. Metallic Bond D. Dipole Bond 

2. 

Dielectric Strength is which type of property of Materials. 

A. Physical Property B. Thermal Property 

C. Electromagnetic Property D. Electrical Property 

3. 

Total number of atoms per unit cell in a BCC Structure. 

A. 1 B. 2 

C. 3 D. 4 

4. 

Eutectoid Steel is a Steel containing carbon. 

A. Less than 0.8% B. Equal to 0.8% 

C. From 0.8% to 2% D. 0% 

5. 

Hyper Eutectic Cast Iron contains what percentage of carbon. 

A. 2.5% B. 3% to 4% 

C. 4.3% D. 4.3% to 6.7% 

6. 

Which Metal has the highest Melting Point 

A. Iron  B. Copper 

C. Silver D. Aluminium 

7. 

Among the following bonds which is the Strongest 

A. Ionic Bond B. Metallic Bond 

C. Dispersion Bond D. Hydrogen Bond 

8. 

Fe3C is popularly known as 

A. Pearlite B. Cementite 

C. Austenite D. Ledeburite 

9. 

Electric Furnace is categorized as a type of furnace classified on the basis of  

A. According to use B. According to source of Heat or Fuel 

C. According to type of Work D. According to working environment 

10. 

Which of the following is a Surface Hardening Process 

A. Nitriding B. Annealing  

C. Normalizing  D. Tempering 

11. 

During Heat Treatment Process the very drastic quench is achieved by the use of  

A. Cold Water B. Oil 

C. Brine  D. Air 

12. 

The Carbon content in Steel is  

A. Above 2% B. Upto 2% 

C. Below 0.8% D. Above 6.3% 

13. 

The Carbon content in Cast Iron is  

A. Above 2% B. Upto 2% 

C. Below 0.8% D. Above 6.3% 
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14. 

Non-Ferrous Metal is  

A. Wrought Iron B. Aluminium 

C. Cast Iron D. Stainless Steel 

15. 

The Percentage of carbon in Mild Steel is 

A. 0.05% to 0.15% B. 0.1% to 0.3% 

C. 0.3% to 0.6% D. 0.6% to 0.8% 

16. 

Brass is an alloy of  

A. Copper & Tin B. Copper & Zinc 

C. Copper & Nickel D. Copper & Aluminium 

17. 

Which of the following is not a Non-Metallic Material 

A. Ceramic B. Plastic 

C. Zinc D. Cement 

18. 

Which of the following is a type of Natural Rubber 

A. Butyl Rubber B. Polyurethane Rubber 

C. Hydrochloride Rubber D. Nitride Rubber 

19. 

The Example of Thermosetting Plastics 

A. Acrylic B. PVC 

C. Polyethylene D. Epoxy 

20. 

Which of the following is not an insulating material 

A. Thermocole B. Rubber 

C. Aluminium D. Asbestos 

21. 

An example of Natural Abrasive Material 

A. Aluminium Oxide B. Boron Carbide 

C. Silicon Carbide D. Quartz 

22. 

Which of the following is an example of Thermoplastic Adhesive Material 

A. Phenyl formaldehyde B. Polymides 

C. Epoxy Resin D. Silicon Rubber 

23. 

The damage to the Metal is caused by its own organisms under the direct or indirect 

effect of metabolic action 

A. High Temperature Corrosion B. Stress Corrosion 

C. Erosion Corrosion D. Biological Corrosion 

24. 

The Substances produced by mixing resin & various plastisizers 

A. Enamel B. Lacquers 

C. Paints D. Varnish 

25. 

Total number of atoms per unit cell in a face centered cubic(FCC) cell crystal structure 

A. 1 B. 2 

C. 4 D. 6 

26. 

The minimum volume of the crystal which gives an idea of the atomic structure of a 

metal throughout its volume 

A. Space lattice B. Grain 

C. Crystal D. Unit Cell 

27. 

The Major element of a Solid Solution 

A. Phase B. Constituent  

C. Solvent D. Solute 

28. 

Which Transformation is shown by the TTT diagram by relating it with the time & 

temperature & gives information related to the structures formed 

A. Cementite B. Martensite 

C. Pearlite D. Austenite 

29. 

The Melting Point of Pure Iron Metal 

A. 14390 C B. 15000 C 

C. 15390 C D. 15790 C 

30. 

The carbon percentage in Cementite is  

A. 4.3% B. 5.2% 

C. 6.0% D. 6.67% 

31. Heating the Steel to Austenite Phase & then cooling very slowly in the furnace through 
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the transformation range 

A. Full Annealing  B. Hardening 

C. Tempering D. Normalizing 

32. 

This is the process of obtaining wear resistant layer on the tough core by heating the 

parts using Gas Torch 

A. Induction Hardening  B. Cyaniding  

C. Carburizing  D. Flame Hardening 

33. 

In a Metallurgical Microscope it directs the ray of light from the lamp on a right path 

on to the mirror for reflection 

A. Object lens B. Eye Piece 

C. Iris D. Plain Glass 

34. 

By Puddling Process Pig Iron is converted into which form of Iron 

A. Steel B. Cast Iron 

C. Wrought Iron D. Stainless Steel 

35. 

In a particular Steel Structure symbolized as 25Cr1Mo2G the % of carbon is  

A. Not Shown B. 25% 

C. 1.2% D. 0.25% 

36. 

15CrNi1Mo12 in this particular alloy steel the % of chromium  

A. 0% B. 15% 

C. 1% D. 12% 

37. 

For designation & coding of ferrous alloys, DIN Standards are associated with  

A. Britain B. America 

C. Germany D. Japan 

38. 

Conductors of this Metal are extensively used to carry electrical current 

A. Iron B. Copper 

C. Steel  D. Brass 

39. 

In Bronze alloy, the % of Tin metal is  

A. 0% to 5% B. 5% to 10% 

C. 10% to 15% D. 15% to 20% 

40. 

The Melting Point of Aluminium 

A. 5000 C B. 6000 C 

C. 6600 C D. 7800 C 

41. 

The main constituent added to Rubber during Vulcanisation Process 

A. Manganese B. Sulphur 

C. Lead D. Phosphorus 

42. 

Used as a Heat resistant Insulating Material 

A. Ceramics B. Mica 

C. Glasswool D. Glass 

43. 

It is specially used in false ceiling & air-conditioning 

A. Rubber B. Cork 

C. Asbestos D. Thermocole 

44. 

The Temperature at which Oil starts solidifying & changes from its liquid state to a 

solid state on cooling  

A. Pour Point  B. Flash Point 

C. Cloud Point D. Fire Point 

45. 

It is the property of lubricating oil showing the measure of refining by viscousness of 

the oil 

A. Emulsion Number B. Acid Number 

C. Ash Content D. Sponification Number 

46. 

This Alloy contains 60% Copper & 40% Zinc 

A. Cartridge Brass B. Muntz Metal 

C. Naval Brass D. Gun Metal 

47. 

The Melting Point of Copper Metal 

A. 9000 C B. 10830 C 

C. 10000 C D. 11000 C 
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48. 

The Percentage of Chromium in Stainless Steel Alloy 

A. 10% B. 12% 

C. 18% D. 20% 

49. 

Which of the following is a Ferrous Alloy 

A. Brass B. Bronze 

C. Muntz Metal D. Stainless Steel 

50. 

The Chemical Formula of Magnetite Iron Ore 

A. Fe2O3 B. Fe3O4 

C. FeCO3 D. (Fe2O3)(H2O) 

51. 

Which of the following is an alloy 

A. Copper B. Aluminium 

C. Iron D. Brass 

52. 

Boiler Plates are generally made of  

A. Dead Mild Steel B. Mild Steel 

C. Medium Carbon Steel D. High Carbon Steel 

53. 

The Process of providing zinc coating on Steel Pipes is known as 

A. Pickling  B. Cyaniding 

C. Carburizing D. Galvanizing 

54. 

Which among the following represents Pure Iron 

A. Ferrite B. Austenite 

C. Cementite D. Pearlite 

55. 

In Dead Mild Steel the percentage of carbon 

A. 0.05% to 0.15% B. 0.6% to 0.8% 

C. 0.1% to 0.3% D. 0.3 to 0.6% 

56. 

The Percentage of Carbon in High Carbon Tool Steel  

A. 0.05% to 0.15% B. 0.8% to 1.5% 

C. 2% to 3% D. 0.3% to 0.6% 

57. 

Ferrous metal prepared by a Bessemer Convertor 

A. Pig Iron B. Cast Iron 

C. Steel  D. Wrought Iron 

58. 

The Product of a Blast Furnace  

A. Pig Iron B. Wrought Iron 

C. Cast Iron D. Steel 

59. 

This Type of Cast Iron is ductile 

A. Malleable Cast Iron B. Grey Cast Iron 

C. White Cast Iron D. Nodular Cast Iron 

60. 

25Cr1Mo2G. In the above Symbol letter “G” symbolizes 

A. Micro-constituent of the above 

alloy 

B. Non-Ferrous Material 

C. Grey Colour of the Alloy D. There is guarantee of hardenability 

61. 

In the Symbol C15, the percentage of Carbon 

A. Is not shown B. 15% 

C. 1.5% D. 0.15% 

62. 

The percentage of carbon present in Pig Iron is 

A. 99.9% B. 95% 

C. 90% D. 80% 

63. 

Which among the following is an Organic Polymer 

A. Silica  B. Plastic 

C. Brass D. Porcelein 

64. 

Which among the following is categorized as a Metal 

A. Glass B. Lead 

C. Rubber D. Bronze 

65. 

Which among the following belongs to the class of Alloys 

A. Aluminium B. Plastics 

C. Fire Bricks D. Steel 
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66. 

It is Non-Crystalline & is referred to as Amorphous Material 

A. Cast Iron B. Iron 

C. Silver D. Glass 

67. 

In a Hexagonal Closed Packed Structure, total number of atoms in one unit cell 

A. 2 B. 4 

C. 6 D. 8 

68. 

Lustre is categorized as which type of property of materials  

A. Chemical Property B. Thermal Property 

C. Physical Property D. Electrical Property 

69. 

If the Material offers zero resistance to the flow of electricity then such materials are 

called 

A. Electrical Conducting B. Electrical Resisting 

C. Super Conducting D. Materials with Dielectric Strength 

70. 

It is Impulse effect produced within a solid to a sudden change of Temperature 

A. Spelling B. Thermal Fatigue 

C. Thermal Shock D. Thermal Expansion 

 

************** 

ગજુરાતી 

ન.ં પ્રશ્ન તેમજ વિકલ્પ 

1. 

નીચેના કઈ ગૌણ બધંના પ્રકાર છે 
A.  આયવનક કે ઈલેક્ટ્રોિેલેંટ બધં B. કોિેલેંટ બધં 
C. મેટલલક બધં D.  ડાઈપોલ બધં 

2. 

પારિીજ સામર્થયય, મટીરરયલના કઈ પ્રકારના ગણુધમય ગણાિે છે 
A.  ભૌવતક ગણુધમય  B. ઉષ્મીય ગણુધમય 
C. ઈલેક્ટ્રોમેટનેરટક ગણુધમય D.  ઈલેક્ટ્ક્ટ્રકલ ગણુધમય  

3. 

વપિંડ-કેંરિત ઘનીય બધંારણમા ંયવુનટ સેલ દીઠ એટમની સખં્યા   
A.  1 B. 2 
C. 3 D.  4 

4. 

યટેુક્ટ્ટોઈડ સ્ટીલમા ંકાબયનની ટકાિારી નો પ્રમાણ  
A.  0.8% થી ઓછુ  B. 0.8% 
C. 0.8% થી 2%  D.  0% 

5. 

હાયપર યટેુક્ટ્ક્ટ્ટક કાસ્ટ-આયનય મા ંકાબયનન ુપ્રમાણ  
A.  2.5% B. 3% થી 4% 
C. 4.3% D.  4.3% થી 6.7% 

6. 

નીચ ેદર્ાયિેલ કઈ ધાતનુો ગલનલબિંદુ ઉચ્ચતમ હોય છે  
A.  આયનય B. તાબં ુ
C. ચાદંી  D.  એલ્યવુમવનયમ 

7. 

નીચ ેદર્ાયિેલ બધંના પ્રકારો માથંી સૌથી મજ્બતૂ બધં કઈ હોય છે 
A.  આયવનક કે ઈલેક્ટ્રોિેલેંટ બધં B. મેટલલક બધં 
C. રડસ્પસયન બધં D.  હાઈડ્રોજન બધં 
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8. 

આયનય- કાબાયઈડ (Fe3C) કઈ બીજો નામથી સામાન્ય રીતે ઓળખાય છે 
A.  પલાયઇટ  B. વસમેંટાઇટ 
C. ઓસ્ટેનાઇટ D.  લેડેબ્યરુાઇટ 

9. 

ઇલેક્ટ્ક્ટ્રક ફનેસ ને જુદા-જુદા ફનેસોના પ્રકાર મા ંકેિી રીતે િગીકૃ્રત કરિામા ંઆિે છે 
A.  ઉપયોગ અનસુાર  B. ઉષ્માના સ્રોત અનસુાર 
C. કાયયના પ્રકાર અનસુાર D.  કાયયકારી િાતિરણ અનસુાર 

10. 

કઈ પ્રરિયા સરફેસ અને કેઈસ હાર્ય વનિંગ પ્રરિયા તરીકે ઓળખાય છે 
A.  નાઇરાઇરડિંગ B. એનીલલિંગ 
C. નોમયલાઇલ િંગ D.  ટેમ્પરરિંગ 

11. 

ક્ટ્િેંલચિંગ માધ્યમો મા ંસૌથી જલદ માધ્યમ  
A.  ઠંરુ પાણી  B. ઓઈલ 
C. બ્રાઇન D.  હિા 

12. 

સ્ટીલમા ંકાબયન ની ટકાિારી  
A.  2% થી િધારે B. 2% સધુી 
C. 0.8% થી ઓછી D.  6.3% થી િધારે 

13. 

કાસ્ટ-આયનય મા ંકાબયન ની ટકાિારી 
A.  2% થી િધારે B. 2% સધુી 
C. 0.8% થી ઓછી D.  6.3% થી િધારે 

14. 

નીચ ેદર્ાયિેલ માથંી કઈ અલૌહ ધાત ુતરીકે ઓળખાય છે 
A.  રોટ આયનય B. એલ્યવુમવનયમ 
C. કાસ્ટ-આયનય D.  સ્ટેઇનલેસ સ્ટીલ 

15. 

નરમ પોલાદમા ંકાબયન ની ટકાિારી  
A.  0.05% થી 0.15% B. 0.1% થી 0.3% 
C. 0.3% થી 0.6% D.  0.6% થી 0.8% 

16. 

વપત્તળ કઈ ધાતઓુ ની વમશ્રધાત ુછે 
A.  તાબં ુઅને ટીન  B. તાબં ુઅને જસત 
C. તાબં ુઅને વનકલ D.  તાબં ુઅને એલ્યવુમવનયમ 

17. 

નીચ ેમજુબની કઈ અધાત ુમટીરરયલ નથી  
A.  વસરાવમક્ટ્સ B. પ્લાક્ટ્સ્ટક  
C. જસત D.  વસમેંટ  

18. 

નીચ ેદર્ાયિેલ માથંી કઈ રબર કુદરતી રબરના એક પ્રકાર છે 
A.  બ્યટુાઇલ રબર B. પોલીયરેુથેન રબર 
C. હાઇડ્રોક્ટ્લોરાઇડ રબર D.  નાઇરાઇટ રબર 

19. થમોસેરટિંગ પ્લાક્ટ્સ્ટક ના ઉદાહરણ 
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A.  એિેલલકસ B. પી.િી.સી 
C. પોલીઇથેલીન D.  ઇપોકસી 

20. 

નીચ ેદર્ાયિેલ માથંી કઈ ઇંસ્યલેુરટિંગ મટીરરયલ નથી 
A.  થમોકોલ  B. રબર 
C. એલ્યમુીવનયમ D.  એસ્બેસ્ટૉસ 

21. 

કુદરતી એબ્રેવસિ મટીરરયલ ના ઉદાહરણ  
A.  એલ્યમુીવનયમ ઑક્ટ્સાઇડ B. બોરોન કાબાયઇડ 
C. વસલલકોન કાબાયઇડ D.  ક્ટ્િાર્્ય  

22. 

નીચ ેદર્ાયિેલ માથંી કઈ થમોપ્લાક્ટ્સ્ટક એડહવેસિ મટીરરયલ તરીકે િગીકૃત થાય છે 
A.  રફનાઇલ ફોમેલ્ડીહાઇડ B. પોલલમાઇડ 
C. ઇપોકસી- રે ીન D.  વસલલકોન રબર 

23. 

મેટાબોલીક કાયયિાહીની સીધી કે આડક્ટ્તરી અસર હઠેણ ધાતનુા પોતાના જ ઓગેની મ 
ખિાણ માટે વનવમત્ત બની ધાત ુવિનાર્ નોતરે છે 
A.  ઉચ્ચ ઉષ્ણતાપમાન ખિાણ  B. સ્રેસ ખિાણ  
C. ઇરો ન ખિાણ  D.  બાયોલોજીકલ ખિાણ 

24. 

રેલ ન અને વિવિધ પ્લાક્ટ્સ્ટસાઇ સયનુ ંવમશ્રણ કરીને બનતા પદાથય 
A.  એનેમલ B. લેકસય 
C. પેઇંટ્સ D.  િાવનિર્ 

25. 

ધાતઓુના પષૃ્ઠ-કેંરિત ઘનીય બધંારણ(એફ.સી.સી) યવુનટ સેલમા ંએટ્મની કુલ સખં્યા  
A.  1 B. 2 
C. 4 D.  6 

26. 

અણઓુનુ ંબનેલુ ંએવુ ંનાનામા ંનાનુ ંસગંઠન કે જેના પનુરાિતયન સ્પેસ લેરટસ બને છે 
A.  રદકજાલક  B. કણ(ગે્રઇન) 
C. સ્ફરટક D.  એકમ કોષ 

27. 

વમશ્રધાતનુ ુ ંમખુ્ય ઘટ્ક છે. તેનુ ંપ્રમાણ વમશ્રધાતનુા ઘટકોથી ખબૂ જ િધ ુહોય છે 
A.  ફેઇ  B. ભાગ  
C. સોલિેંટ D.  સોલ્યટુ 

28. 

ટાઇમ-ટેમ્પે્રચર-રાસં્ફોમેર્ન ડાયગ્રામ દ્વારા કોના જુદા-જુદા ઠારણદર ઉપર થતા વિવિધ 
વિઘટનો િગેરેની મારહતી મળી રહ ેછે 
A.  વસમેંટાઇટ B. માટટ ંસાઇટ 
C. પલાયઇટ D.  ઓસ્ટેનાઇટ 

29. 

શધુ્ધ લોખડં કઇ તાપમાને પીગળે છે 
A.  14390 સે B. 15000 સે 
C. 15390 સે D.  15790 સે 
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30. 

વસમેંટાઇટ મા ંકાબયનનુ ંપ્રમાણ કેટ્લુ ંહોય છે 
A.  4.3% B. 5.2% 
C. 6.0% D.  6.67% 

31. 

લૌહ વમશ્ર ધાતઓુને ઓસ્ટેવનરટક કંડીર્ન સધુી ગરમ કરીને ફનેસમા ંધીમે-ધીમે ઠરિા 
દેિાની પ્રરિયાને શુ ંકહિામા ંઆિે છે 
A.  ફુલ એનીલલિંગ B. હાર્ય વનિંગ 
C. ટેમ્પરરિંગ D.  નોમેલાઇલ િંગ 

32. 

ગૈસટોચયની મદદ થી પાર્્યસને ગરમ કરીને તેનુ ંક્ટ્િેંલચિંગ કરીને ટફ કોર ઉપર ધસારા 
અિરોધક લેયર મેળિિા માટેની આ પ્રરિયા છે 
A.  ઇંડક્ટ્ર્ન હાર્ય વનિંગ B. સાયોનાઇરડિંગ 
C. કાબુયરાઇલ િંગ D.  ફ્લેમ હાર્ય વનિંગ 

33. 

ધાતકુાવમિક સકૂ્ષ્મમ્દર્યક મા ંપ્રકાવર્ત લેમ્પમાથંી આ્તા પ્રકાર્ના ંરકરણોને પરાિતયક કાચ 
સધુી યોટય માગયમા ંપહોંચાડી આપે છે 
A.  અલભલબમ્બ કાચ B. નેત્ર કાચ 
C. આઇરરસ D.  સાદો કાચ 

34. 

વપગ આયનય ને પર્લલિંગ પ્રોસેસ દ્વારા રૂપાતંરરત કરી લૌહ-ધાતનુા કઈ પ્રકાર મળે છે 
A.  સ્ટીલ B. કાસ્ટ-આયનય 
C. રૉટ આયનય D.  સ્ટેઇનલેસ સ્ટીલ 

35. 

25 Cr 1 Mo 2 G દર્ાયિેલ સ્ટીલમા ંકાબયન ની ટકાિારી છે 
A.  દર્ાયિેલ નથી B. 25% 
C. 1.2% D.  0.25% 

36. 

15 Cr Ni 1 Mo 12 દર્ાયિેલ વમશ્રધાત ુપોલાદમા ંિોવમયમ ઘટક ના પ્રમાણ  
A.  0% B. 15% 
C. 1% D.  12% 

37. 

લૌહ્ધાત ુઅને વમશ્રધાતઓુ ના ડેલ ટનેર્ન અને કોરડિંગ માટે DIN સ્ટાડંર્ય   
A.  લબ્રટેન B. અમેરરકા 
C. જમયની D.  જાપાન 

38. 

વિદ્યતુર્ક્ક્ટ્તનુ ંિહન કરિા માટે આ ધાતનુો ઉપયોગ થાય છે 
A.  લોખડં B. તાબં ુ
C. સ્ટીલ D.  વપત્તળ 

39. 

કાસં(ુબ્રોં ) વમશ્રધાત ુમા ંસામાન્ય રીતે ટીન ધાત ુની ટકાિારી 
A.  0% થી 5% B. 5% થી 10% 
C. 10% થી 15% D.  15% થી 20% 

40. એલ્યવુમવનયમ ધાત ુનો ગલનલબિંદુ કેટ્લુ ંહોય છે 
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A.  5000 સે B. 6000 સે 
C. 6600 સે D.  7800 સે 

41. 

રબરની િલ્કેનાઇલ િંગની પ્રરિયામા ંકઈ ઘટ્કનો ઉપયોગ કરિામા ંઆિે છે 
A.  મેંગેની  B. સલ્ફર 
C. લેડ D.  ફોસ્ફરસ 

42. 

ઉષ્મા અિરોધક મટીરરયલ તરીકે િપરાય છે 
A.  વસરાવમક્ટ્સ B. અબરક 
C. ટલાસવલુ D.  કાચ 

43. 

ફોલ્સ વસલલિંગ તથા એર-કંરડર્વનિંગમા ંખાસ િપરાય છે  
A.  રબર  B. કોકય 
C. એસ્બેસ્ટોસ D.  થમોકોલ 

44. 

ઓઇલનુ ંઠારણ કરિામા ંઆિે છે તો જે તાપમાને તે ઘન સ્િરૂપમા ંઆિિા લાગે છે 
A.  પોર પોઇંટ  B. ફલેર્ પોઇંટ  
C. ક્ટ્લાઉડ પોઇંટ D.  ફાયર પોઇંટ 

45. 

આ ઓઇલ રરફાઇવનિંગની માત્રાને તેની ઘટ્ટત્ા દ્વારા દર્ાયિતી લાક્ષલણક્ટ્તા છે 
A.  ઇમલ્સન આંક  B. એવસડ નબંર 
C. એર્ કંટેંટ D.  સ્પોવનરફકેર્ન આંક 

46. 

60% તાબં ુઅને 40% જસ્ત ુધરાિતી આ ધાત ુછે 
A.  કારરિ  બ્રાસ  B. મુટં્  મેટલ 
C. નેિલ બ્રાસ D.  ગન મેટલ 

47. 

તાબંાનુ ંગલનલબિંદુ કેટ્લ ુહોય છે 
A.  9000 સે B. 10830 સે 
C. 10000 સે D.  11000 સે 

48. 

સ્ટેઇનલેસ સ્ટીલ મા ંિોવમયમનુ ંપ્રમાણ કેટ્લ ુહોય છે 
A.  10% B. 12% 
C. 18% D.  20% 

49. 

નીચેમાથંી કઈ લૌહ વમશ્રધાત ુછે 
A.  બ્રાસ  B. બ્રોં  
C. મુટં્  મેટલ D.  સ્ટેઇનલેસ સ્ટીલ 

50. 

લોખડંની કાચી ધાત ુમેટનેટાઇટ નુ ંરાસાયવનક સતૂ્ર  
A.  Fe2O3 B. Fe3O4 

C. FeCO3 D.  (Fe2O3)(H2O) 

51. 
નીચેમાથંી કઈ વમશ્રધાત ુછે 
A.  તાબં ુ B. એલ્યવુમવનયમ 
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C. લોખડં D.  વપત્તળ 

52. 

બોઇલર પ્લેટ કઈ મટીરરયલ માથંી બનાિિામા ંઆિે છે 
A.  બહુ જ નરમ પોલાદ B. નરમ પોલાદ 
C. મીરડયમ કાબયન સ્ટીલ D.  હાઇકાબયન સ્ટીલ 

53. 

સ્ટીલ પાઇપ ઉપર જસ્તા ની પરત ચડાિિાની પ્રરિયા ને શુ ંકહિામા ંઆિે છે 
A.  વપકલલિંગ B. સાયેનાઇરડિંગ 
C. કાબુયરાઇલ િંગ D.  ગેલ્િેનાઇલ િંગ 

54. 

નીચ ેદર્ાયિેલ માથંી શધુ્ધ લોખડંના સ્િરૂપ 
A.  ફેરાઇટ B. ઓસ્ટેનાઇટ 
C. વસમેન્ટાઇટ D.  પલાયઇટ 

55. 

બહુ જ નરમ પોલાદ મા ંકાબયન ની ટકાિારી 
A.  0.05% થી 0.15% B. 0.1% થી 0.3% 
C. 0.3% થી 0.6%  D.  0.6% થી 0.8% 

56. 

હાઇકાબયન રુ્લ સ્ટીલમા ંકાબયનની ટકાિારી 
A.  0.05% થી 0.15% B. 0.8% થી 1.5% 
C. 2% થી 3%  D.  0.3% થી 0.6% 

57. 

બે ીમર કંિટયર દ્વારા તૈયાર થયેલ લૌહ-ધાત ુ
A.  પીગ આયનય B. કાસ્ટ આયનય 
C. સ્ટીલ D.  રોટ આયનય 

58. 

બ્લાસ્ટ ફનેસનુ ંઉત્પાદન  
A.  વપગ આયનય B. રોટ આયનય 
C. કાસ્ટ આયનય D.  સ્ટીલ 

59. 

આ કાસ્ટ આયનય ડકટાઇલ છે 
A.  ટીપાઉ કાસ્ટ આયનય B. ગે્ર કાસ્ટ આયનય 
C. ્હાઇટ કાસ્ટ આયનય D.  નોડયલુર કાસ્ટ આયનય 

60. 

25 Cr 1 Mo 2 G વસમ્બોલમા ંઅક્ષર “G” શુ ંદર્ાયિે છે 
A.  વમશ્રધાત ુના ંસકૂ્ષ્મમ ઘટક B. અલૌહ ધાત ુ 
C. વમશ્રધાત ુનો ગ્રે કલર  D.  હાર્યનેલબલલટી ની ગેરંટી છે 

61. 

C15 વસમ્બોલ મા ંકાબયન ની ટકાિારી 
A.  દર્ાયિેલ નથી B. 15% 
C. 1.5% D.  0.15% 

62. 

વપગ આયનયમા ંકાબયન ની ટકાિારી 
A.  99.9% B. 95% 
C. 90% D.  80% 
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63. 

નીચ ેદર્ાયિેલ માથંી કઈ ઓગેવનક પોલીમર છે 
A.  વસલલકા B. પ્લાક્ટ્સ્ટક 
C. બ્રાસ D.  પોસેલીન 

64. 

નીચ ેદર્ાયિેલ માથંી કઈ ધાત ુતરીકે ઓળખાય છે 
A.  ટલાસ B. લેડ 
C. રબર D.  બ્રોં  

65. 

નીચ ેદર્ાયિેલ માથંી કઈ વમશ્રધાત ુતરીકે ઓળખાય છે 
A.  એલ્યવુમવનયમ B. પ્લાક્ટ્સ્ટક 
C. ફાયર બ્રીક્ટ્સ D.  સ્ટીલ 

66. 

આ અસ્ફસ્ફ્ટકીય હોય છે અને એમને એમોફોસ કહિેામા ંઆિે  
A.  કાસ્ટ આયનય B. લોખડં 
C. વસલ્િર D.  ટલાસ 

67. 

ષટ્કોણીય સઘન રીતે પેક થયેલ બધંારણમા ંએક યવુનટ સેલમા ંએટમની કુલ સખં્યા  
A.  2 B. 4 
C. 6 D.  8 

68. 

ચળકાટ મટીરરયલના કઈ પ્રકારના ગણુધમય છે 
A.  રાસાયવનક  B. ઉષ્મીય 
C. ભૌવતક D.  ઇલેક્ટ્ક્ટ્રકલ 

69. 

પદાથયની િીજ પ્રવતરોધક્ટ્તા શનૂ્ય હોય તો આ પદાથય કેિી રીતે ઓળખાય છે 
A.  િીજિાહક  B. િીજ પ્રવતરોધક  
C. અવતિાહક D.  પારિીજ સામર્થયય ધરા્ત ુપદાથય 

70. 

ઘનમા ંઉત્પન્ન થતી ઇમ્પલ્સ અસર, જે એકાએક તાપમાનમા ંફેરફાર થતા ઉત્પન્ન થાય  
A.  સ્પેલલિંગ B. ઉષ્મીય ફટીગ 
C. થમયલ ર્ોક  D.  ઉષ્મીય વિસ્તરણ 

 

************** 


