Seat No.

Subject
Subject

Enrolment No.:

Gujarat Technological University
Diploma Engineering C to D Bridge Course Examination

Code: C325003
Name: Advanced Building Material

Time: 10.30 AM TO 12:00 PM
Instructions:
1. Attempt all questions.

Date:08/05/2016

Total Marks: 70

2. Make suitable assumption wherever necessary.
3. Each question is of 1 mark.
4. Use of SIMPLE CALCULATOR is permissible. (Scientific/Higher Version not
allowed)
5. English version is authentic.
No. | Question Text and Option. Y&l s\ [Ascl.
Cast iron is prepared from melting of which metal
1. | A. | Mild steel B. | Pigiron
C. | Wrought iron D. | steel
52U Ul ol AWIUSIA 512 (Aol AR SRAUHL AUA B,
| A wses ¥l B. | ot 22l
C.l usdr Auis D. | ¥t
Earthenware, stoneware, terracotta and porcelain are examples of
2. | A. | Wall finishes B. | Ferrous metals
C. | Types of false ceilings D. | Clay products
ULAAR, RAetAR, 2215l2l wal WRA A Alatl ElHAL B.
2. | A Ad Slellalln B. | 3%y RNect
C. | gleat Al @oL ot ystz D. 1 4dl ot veldl
The word ‘Terracotta’ means
3. | A | 13 cots B. | Baked earth
C. | Baked fibre D. | Cooled earth
‘2RAslel 20 oll Hddol Y ©.
3. | A |43 udol B A3t wiél
C.l At siseR D. | sl wdl
Earthenware products are soft and porous, stoneware products are dense and compact
4 A. | Statement A is correct and statement B | B. | Statement B is correct and statement
' IS wrong A is wrong
C. | Statement A and B both are correct D. | Statement A and B both are wrong
UAAR Geuleall olRH Ul Balg) 8l 8, AAAAR Geulesll U wal oA sl ©.
A | @QAeet A WY D A [AAeat (A B. | Qaest [ wy ® ua [RAeat A
¥.
wig & Wig 8
C. | RAtet A wA (A ool AU D D. | QAget A A [ v vilal B
The commonly used base for paint is
5. | A. | Nutolil B. | Copper sulphate
C. | Tung ail D. | White lead
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Qo HL ALHLeRL A GUANIHL Al ALULR 520 B.

W | A uRle ad B. | fluz ucke
C. | dotaet D. | ude clls
Antimony white is nearly similar to
6. | A. | Zinc white B. | White lead
C. | Titanium white D. | Red lead
Al vlell cslese coledl Sloll UA AUHLal B.
5. | A | ofls ude wye dls
C. |l aeRan uke D. | clt clls
Which tint of colour is prepared from use of chrome green
7. | A. | Green B. | Blue
C. | Red D. | Brown
S1H flot otl GrloLell sERal 520 AS U3 B.
9. | Al dla B. log
Cleuet D. | au1Get
Where long length of hinge is required which one from the following is used
8. | A. | Butterfly hinge B. | Piano hinge
C. | Barrel hinge D. | Fush hinge
AR dolleo] Mestalg %33 lat cll oll AotHell 524 GuAoML WA B,
¢. | A | oerscta Moo B. | Qauell Aoz
C. | Qe Rosto13 D. | scat Aosto3
Fibre board are used in ceiling because
9. | A. | High insulation against sound and fire | B. | Reflect light
C. | Water proof D. | Corrosion free
$L801R 61LS oll VIIZL 69t HI2 GUADL UL B 51201
¢ | A | el A vl WA G BojAlet | B | ystat yAld
C | wellal y@Aus D. | stz cotausll yBauell ysd
Which material gives freedom in false ceiling design of any curve shape
10. | A. | Gypsum plaster B. | Thermocole sheet
C. | Fibre glass D. | PVC
53 H2(3uA vllel ©ctofl (BRsHL SlEFURL clois U512 AUl el WA B,
0. | A | BuH weie? B. | enll8lct olle
C. | steo2 st D. | Uizl
Standard size of mangalore tiles as roofing material is
11. | A. | 300 — 400 mm B. | 500 — 600 mm
C. | 600 — 800 mm D. | 200 — 300 mm
33501 H2RUA ¥ AUl NIAR 2l8Co] eSS MU 9 B,
4. | A | 300-¥00 HL.HL. B. | yoo-s00 .1l
C. | s00-coo {LAL. D. 1 200-300 .1l
12 Which of the following statement is false for gypsum board ceiling

A. | Easily decorated with wall paper or

| B. | Some time reinforced with glass fibre
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paint
C. | Ceiling is very bad at the time of fire D. | Quite flexible and allow various
shapes
(B oS 9t W2 ol Aotl Hiell 53 [(RAEA WG B,
ARl QA AUR wacl Aoz | B | Jeclls AHaL octd slalek U €3
. 53l sl © gAML AUA D
C. | 69ct UL UHA Yo % WAL D D. | ot uleggn wa QAU s 12
yadl asla ®
Which of the following is not used as a flooring material
13. | A. | Marble B. | Granite
C. | Chalk D. | Sand stone
o(lAuil 53 sARoL HAIUA d3lF otell aurid.
3. | A | uele B. | Jouese
C.| s D. 1 s 2Rt
The main aggregate used in Terrazzo flooring is
14. | A. | Sand stone B. | Marble
C. | Lime stone D. | Granite
200 sAlRoL i auRlg Yuat AWafldle 53 B.
1y, | A | As Rt B ated
C. | cuesu 2Rlot D. | Jauese
Carpet flooring is used in
15. | A. | Hotels B. | Factories
C. | Malls D. | Industries
sl SCURLoL ML quRpAG B,
. [ A | dlect 523l
C. | ey D. | 60538103
Pot tiles are also known as
16. | A. | Locking tiles B. | Flat tiles
C. | Mangalore tiles D. | Guna tiles
e atsscd Al oltiel et el asta 8.
1s. | A | Aslol elcu B. | Q2 atscu
C. | Aol el D. | oett atssct
The thickness of cement mortar plaster is about
17. | A. | 10-15 mm B. [ 20-25 mm
C. | 55-60 mm D. | 35-40 mm
AHe el wmeell ostste et gl dla 8.
9. [ A | o0-qu {1l B. | 20-2u {11l
C. luy-so {1l D. | 3u-¥0
The commonly used colouring pigment in paint is
18. | A. | Amber B. | Iron oxide
C. | Carbon black D. | All of them
. | UBe2 Hi ALHLeA A GUADHL Acllcll 201 dgeA sl B.
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Al uluR Lot ASAUBS
C. | stelet 0@s D. | Quitett it
Turpentine oil is used in paints as

19. | A. | Thinner B. | Vehicle
C. | Drier D. | Base
EAER A oll Uee ML 9 GUADL Ul B.

e, | A uldy s:al cllget
C. | stz A%

From the following which one is non ferrous metal

20. | A. | Iron B. | Mild steel
C. | Stainless steel D. | Copper
[RAstH 52 A ollot-324 Aed B,

0. | A | Awis Hses ¥l
C. | RQu ¥t D. | flu?
Melting point of wrought iron is

21. | A. | 1200°C B. | 3000° C
C. | 2000°C D. | 1500° C
US R AL of olctat (Blg 9 B,

4. 1200° A B. 1 30000
C. | 200002 D. | quooe A
Porcelain products can be obtained from which material

22. | A. | Ordinary clay B. | Lime powder
C. | kaolin D. | Plastic
WAAotl Geulgall sl H2RAA HLell clotictalil A B.

2. AL HIEL B. | yotlell utas?
C. | sicet D.  veu@s
Which is the characteristics of ideal paint

23. | A. | Good spreading power B. | Fairly cheap

. | Economical D. | All of them
ule A UBoall (AL 58 .

23, | A | udl detaell ata B. | Asen arg
C.lalsAA D. | Qutett ottt
The commonly used drier in oil paint are

24. | A. | Olive oil B. | Linseed oil
C. | Lead D. | Titanium white
Uto2 HL ULHLe2L A GUAIHL Aellcll SLAR s 8.

RY¥. U @ctef Act B. | anllo] At
C.ldls D. | ale2@am ude
Form which type of trees is turpentine obtained

25. | A. | Mango tree B. | Banyan tree
C. | Pine tree D. | Fir tree
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eUalet sAL Ysletl gat Hiedl it L .

B.

U | A | uioltetl gat cASa] gat
C. | weet gat D. 1 52 gat
Which of these is not a cause for failure of paints

26. | A. | Suitable surface B. | Salts and alkalis
C. | Bad workmanship D. | Moisture
[RAsu 1l 53 WeSozoll [Argndleg s otell.

5. | A | alofga Auél B. | a2 ol 2uescll
C. | wrie AU D. | oy
Which type of varnish is used on maps and pictures

27. | A. | Turpentine varnish B. | Oil varnish
C. | Water varnish D. | Spirit varnish
o152l Wal (R UR sl YslRej clllolal clurla 8,

Q0. galelR alllal B. | 20 e5¢t culolat

wiell aulslat D. | iRz aulelat
Door closer are available in

28. | A. | Plastic B. | Mild steel
C. | Stainless steel D. | All of them
SIR SAAR WHL Guctou 8,

¢ | A wRRs B. | sueses ¥l
C. | QU ¥t D. | et ot
Which is the cheapest available material for false ceiling

29 [A.|PVC B. | Glass
C. | Thermocole sheet D. | Wood
vllel 9 HI2 Ul Budou Al s B.

e, | AUl 51U
C. | sallalet 2lle D | cusg
General thickness of sprayed plaster ceiling is

30. | A. | 5-10 mm B. | 30 —40 mm
C. | 10-15 mm D. | 20-25mm
AYAS w2 9ctoll AMLA ASLES 9 Bl B.

30. | A [ u-q0 Ll B. | 30-¥0 {{l.M{l.
C.l qo-qu L.l D. | 20-2u LML,
Oldest material used as roofing material is

31. | A. | G.I. sheet B. | Mangalore tiles
C. | Acrylic sheet D. | PVC sheet
3501 HARWAML AuRLd %o] HARUA 53 B.

39, [ A | . elle B. | oAk el
C. | az@s alle D. | Wlcflal olle

32 Hard wood ceiling are created with

" | A | Strips of plywood | B. | Aand B both
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C. | Strips of solid wood panels

\ D. \ Neither A and B

AW ALsStell 9 2uHell elotletetdl 1A 8.

32, [ A wtags ofl vt B. | Aual B wa
C. | ot clsst ol Aotet D. | A ua B Auiell slesual o8l
Which of the following statements is false
33 A. | Terrazzo provides a seamless surface | B. | Terrazzo contains various types of
' aggregates
C. | Terrazzo is used only for residences D. | Terrazzo gives design flexibility
(1A uigll 53 alsa Wi B.
A | 219l As Alely s AFAU AU D | B | 2203 wi [l ysi? sl
33.
Aafldeu sl B
C. | 22000l g5t Hslell Hi aua B D. | 2:1lell Slostesetal At HA B
Which of the following is not a natural flooring material
34. | A. | Marble B. | Tiles
C. | Granite D. | Kota
(1A gl 53 gecl sAoL 1dlud el
3%, | A | wela B. | slsct
C.| Jousse D. | Qlat
Stucco plaster is used for
35. | A. | External surfaces only B. | Both external and internal surfaces
C. | Internal surfaces only D. | Only over wooden surfaces
RS WARZR WHL AR B.
3U. | A vl olslretl euallM B. | 6l w8101l ol Wot Rl UM
C. | viell ot Retl @Ml Wl asstoll Autdl uR
Glazed tiles are generally used in
36. | A. | Bedrooms B. | Halls
C. | Toilets D. | None of the above
AUSELR 28 Hlgl Gl sl duRld 8.
36, | A | Qs B. | et
C. | slauel D. | Guuiell As uul R
Which type of ceiling allow maximum light penetration
37. | A. | PVC sheet B. | Glass roof tile
C. | Fibre glass D. | thermocole sheet
sl Yslofl e9cHl HotlH (& ctoll Usial vieR ua B.
30, | A | ULl @2 sl Uell 9cloll 2l8ct
C. | sz ot D. | ailslet 2lle
Turpentine varnish generally consist of
38. | A. | Spirit and shellac B. | Alcohol, wax and turpentine
C. | Gum dammar and turpentine D. | Pigment and synthetic resins
g el allolatHt UtHLoe A wHAl A .
3¢C. . . .
A | R AR AlHetl ULdol UdRL B. | e13, dlol ol 2aelR
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C. | 9jeR, stiotR ua EaElR

QotAee Ual s et

The flaking is happen due to

39. | A. | Fading of colour by exposure B. | Surface preparation
C. | Poor adhesion D. | Cleaning of surface after painting
L $AZ0L 2llatl 5120 WA B,
3¢ [ A | Asudlosrell 201 e U B. | qwiél ol daudl
C. | slolg Aot D. | Qe@ot ugdl Auwdl ol ustes
Which of the following base posses intense opacity
40. | A. | Titanium white B. | Zinc oxide
C. | Tung oil D. | Litho phone
[AActmell 520 A g WWARER wRA B.
¥0. | A | elsam ude Als A sAES
C. | doL 208t D | lall 8ot
Which paint is easy to visible in darkness
41. | A. | Anticorrosive paint B. | Aluminium paint
C. | Emulsion paint D. | Graphite paint
s Ueo2 BLTURAHL URL Euil2L ok B.
¥a. | A | sleulQRus Asee ARMRAH Vo2
C. | suctaet A2 D. | Js1652 o2
Synthetic rubber paint is made from
42. | A. | Resins B. | Flax seed
C. | Nuts D. | Poppy seeds
sAH 2042 Vo2 WH e B.
¥2. | A 3Rt B. | sQat ollw
C. | ol D. | QU olles
What is the defect in painting caused by water vapour trapped behind the painted
surface
N Flashing B. | Blistering
C. | Wrinkling D. | Bloom
YRl ol Rt setRell AUl ol utess arHt Acttedll setell Audl uR s¢8 vl aa 8.
¥3. | A | s@ellal B. | GagFaL
C. | @s(@at D. | ogqu
In cast iron % of carbon is
44, | A. | 8% - 10% B. | 6% - 8%
C.|2%-4% D. | 1% - 2%
S22 Aol ML slelolall % S2cl Sl B.
¥¥. | A | % - 0% S% - C%
C.l 2% -¥% D. 1 49 - 2%
Clay is a product of chemical weathering of
45. | A. | Metamorphic rocks B. | Sedimentary rocks
C. | Igneous rocks D. | None of the above
¥U. | 5A Sloll Au2els Yl of Usse B.
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A | NetdlZs Asu FN§c AsU
C. | wlagd Asu D. | Guaniell As uul <R
Asbestos cement pipes are cannot be used at

46. | A. | High carbon content soil B. | Black soil
C. | Sulphate soil D. | Clay soil
AR\ AR WeU sall ol duRcll.

¥s. | A | GaL stolet ol 1idla B. | stoll sudlan
C. | uckeatoll mudla D. 1 Alsell mudla
For making silicate paint ground silica have to mix with

47. | A. | Resinous substance B. | Linseed oil
C. | Turpentine D. | Red lead
RA32 U2 clollclall HI2 AU Bos RUASL 2ol AA RABLEL sctHL 1A .

¥9. | A | Alsg ueled B. | sinalle Act
C.lRacR D. 1 cuct s
For preparing the varnish from lac which solvent is used

48. | A. | Methylated spirit B. | Wood naptha
C. | Linseed oil D. | Olive oil
a1l aufelal sletlaal H2 53 alals cuRA .

¥e. | A Raazs allRe B. | gsetinau
C. |l aalle] At D. | 0@ Act
In paint solvent is used for

49. | A. | Deep penetration B. | Glossy face
C. | Good appearance D. | Smoothness
Vo HL Alas Alotl HIE AU B,

¥e. Glg Gtral yas(d quwl

AURL Buile D. 1 clly

Door stoppers can be fixed at

50. | A. | Wall behind door B. | On flooring
C. | On door shutter D. | All of them
SIR WUR gall sl sl

uo. | A | exclest weaell dlad uR B. | sclFoL u?
C. gaAl%lall AgRUR AHlell ol
Which is not a element of suspended ceiling

51. | A. | Primary member B. | Secondary member
C. | G.I. sheets D. | Ceiling tiles
sl U5 ol AeA o2l

ua. | A | ya@s det B. | wita®s met
C.l @ 2us. e 9ol 2lBc
False ceiling is mostly used where we have

52. | A. | Good lightning B. | Heavy rain
C. | Decent ceiling height D. | Low sound pollution
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w2l 9t ol GU00L Hl2 G sl UL B.

uR. [A | u usial 8l AUR cRAULE 8lA
C. | o el Qs dla D. | acloge] 20e9 yug™aL 8l
The most commonly used tiles for flooring are
53. | A. | Vitrified tiles B. | PVC tiles
C. | Cork tiles D. | Rubber tiles
AHLA UD SR A a? dauRldl atsed 58 .
uz. | A | ldlsiss alscu B. | lcQlll atsset
C.| 81§ et D. | 2012 atsset
By which method strip flooring can done
54. | A. | Tongue and groove B. | Nailed to sub floor
C. | Neither A and B D. | Both Aand B
Blu sAlRaL 58 ugld si2L 531 asla .
wy. | A | 2ool As Yo B. | et 1o uR vl@ofl Hedell
C. | Aua B Aniell Sleseld D. 1 Aua B eial
In which type of steel carbon content is very low
55. | A. | Mild steel B. | Dead steel
C. | Medium carbon steel D. | High carbon steel
AL YSIR ol RNAML sl6lat of YHIRL ARid (1Y B.
uu, [ A | uses @a B. | 35 ¥t
C. | Hean stolot ¥t D. | 618 stolet 28t
The mixture used to prepare stoneware products is
A. | Burnt at high temperatures and slowly | B. | Burnt at low temperatures and slowly
56. cooled down cooled down
C. | Burnt at moderate temperatures and D. | Burnt at low temperatures and
quickly cooled down quickly cooled down
RlotdR YlssaU colleall HI2 ol Hl3wl o
Al ay dlumietdl oSl LRel dg | B | ool dtumieti ousla el o
us. ulscllHi ud B ylsalHl w1 8
Col et ctunteti ol acdlell | D | ool ciumtteti oudla escelell
g WSCHl A & g WSCLHL 1A &
Ingredients of an oil borne paint are
57. | A. | Drier B. | Chemical
C. | Soluble D. | Non of them
Ad YA Uoeall uUes 520l 8.
wo. | A | slaR B. | 3@sct
C. | alca D. | Qutett 818 i@
Which of the following is the ingredient of varnish
58. | A. | Resins B. | Paint
C. | Thinner D. | Colouring pigment
[AAotHell 520 clolat oll tes 8.
uc. :
A1 3t B. | e
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C | Qe D. | 351gcll
For providing extra security to main door we use
59. | A. | Normal tower bolt B. | latches
C. | concealed tower bolt D. | All of them
Yul gl cltlRAell e Y3l uisal {2 Ul atell Gualal s ¢l
ue. | A | o 2laR dlee B. | 541
C. | ot etar ollee D. | Qutett o1t
The full form of P.V.C. is
60. | A. | Polyvinyl chloride B. | Premature ventrical contraction
C. | Passive volume control D. | Pigment volume concentration
ULl of 2yl ot g B.
so. | A | QQRBA sARES B. | asio AR sct s\t
C. | @glal dleyu (sl D. | 2o1gcat ey Aslatdl
Which of the following is not a type of hard flooring
61. | A. | carpet B. | stone
C. | wood D. | tiles
o{lAsttHel 52 618 SARL 0l YsiR o8l
sa. | A | siile UeUR
C. | auss D. | alsct
Concrete tiles are made of
62. | A. | Wood, cement and water B. | Sand, wood and water
C. | Sand, cement and lime D. | Sand, cement and water
slsle alc wlelledl oo B
s2. | A | cusg, e wa well B. | 3|, clsg e well
C. 12, e wa cusn D. 1 3, e ua well
Which one of the following make cast iron brittle
63. | A. | Iron B. | Pigiron
C. | manganese D. | sulphate
QAU HLE 510t s12 AR KRS Kot B,
s3. | A | Awis B. | QoL uuad
C. | A3l D. | ucke
Which of the following is not a market form of aluminium
64. | A. | Casting based B. | Coil based
C. | Sheet based D. | Foil based
olAniell s AYMAaM ol HE2Hl HaA YsR o8l
s¥. [ A | siElol Qs B. | Slsct Qs
C. | alle Axs D. | Qs Axs
For holding the ingredients of the paint in liquid suspension we use
65. | A. | Base B. | Vehicle
C. | Solvent D. | Drier
W2 ol U Hlal Yallgl ArWolet HL uicll 12 AUUGL g AUR(A (B3,
Sy,
Al Qo B. | st

10/11




D.

Ao SlAR
For fixing Floor springs on wooden door we required
66. | A. | Digging in floor B. | Cutting in floor
C. | BothAand B D. | Neither Aor B
ALSSLatl Eclesl UR HIO RUSRM cousal HI2 g 33| .
5. | A | sAlRMLvleq B. | sl st 529
C.lAauaBua D. | Auac B uell 818 o3
Which material is not used for false ceiling
67. | A. | Thermocole sheet B. | glass
C. | Plain A.C. sheet D. | Mangalore tiles
565 Al Wl 9t 1 ol auRidl
s9. | A | adlsla elle B. | s12
C.ol R AL 22 D. | oAz atset
False ceiling provides sound insulation, false ceiling hide ugly trusses
68. | A. | Part one is false and part two is true B. | Part one is true and part two is false
C. | Both parts are true D. | Both parts are false
W2l 9 Aal%e] BorfAet Y3 ULS 8, Wlal 9l dlEl AU YulA B.
S | A el As g DuA A ol 0y D | B | ctotAs WY B u eol A W B
C. | oial euoll aau ® D. | sia cuoll vilet B
Which of the following statements is true?
A. | Only murals of outdoor scenes can be | B. | Wallpapers are difficult to maintain
69. printed on wallpapers
C. | Wallpapers can be applied by glue or | D. | One roll of wallpaper covers 90
paste square feet
o(lA uiell 53 s Ay B.
A | Qeduail g5 ololRell geallstt | B | laduadl ooeq olg w3 B
sc. 1R YWY AB
C. | Qeu oee? uaal Wreall D. | Qs QActQuall Ad ¢o ARY Sle
cousl asta 8 saR 83l A% B
Failure of paint happen due to
70. | A. | wrinkling B. | sagging
C. | Wrong choice of paint D. | Non of them
Vo2 [Ars 2l 5120 UL B.
90. sUAlRA usdll B. | cesq
C. | Atsozell WA urieall Ll A\e o3
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